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Lignin content and Kappa number
Oxidisable substances in paper – including lignin 
remaining in mechanical pulp, or residual lignin 
in chemical pulp – have an impact on the rate 
of yellowing as well as the material stability of 
archived goods. Determination of the Kappa 
number is a method used to estimate the lignin 
content of pulp. In simple terms: the higher the 
proportion of cellulose, the lower the lignin content 
and hence the lower the Kappa number. 

Resistance to oxidation
Material used for long-term conservation must 
meet the technical specifications of the standards 
EN ISO 9706 and ISO 16245-Type A. Reference 
is made to “resistance to oxidation” in point 5.4 of  
EN ISO 9706: Paper is required to have a Kappa 
number below 5.0, measured as described in ISO 
302, with the modifications stated in Appendix A 
of this international standard. 

The Kappa number is a characteristic figure 
obtained from pulp testing. It is used to determine 
the residual lignin content in mechanically or 
chemically treated fibre pulp. Lignin content is an 
important parameter for technical control of 
pulping and subsquent bleaching processes. 
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It also plays a role in assessment of the stability 
of the degree of whiteness of fully bleached pulp 
in the course of natural ageing.  

The determination of the Kappa number can be 
used  to estimate residual lignin in chemical pulp 
and semi-chemical pulp. This involves measurement 
of the consumption of potassium permanganate 
(0.1 M KMnO4 solution) during oxidation of pulp 
samples in an acidic environment (SI Analytics 
2017). The resulting value can be used as an 
indirect measure for assessing residual lignin in a 
“pure pulp”. (M = molar mass)  
(0.1 M KMnO4 = 15,8 g/1 L water)  

Determination of Kappa number 
Kappa number determination is a standardised 
process, which is described in ISO 302:2015.  
Easily oxidisable double bonds as well as aromatic, 
phenolic structures of lignin components still in 
the cellulose react under the testing conditions 
specified in the standard. Care should be taken 
in the interpretation of data since KMnO4 can  
oxidise not only lignin but also resins as well as 
hexeneuronic acids formed from hemicelluloses 
during pulping.

  

Significant concentrations of the latter can be found 
in deciduous kraft pulp, which may falsely indicate 
an elevated residual lignin content for the pulp 
(Li and Gellerstedt 1997).   

Kappa limit < 5 
ISO 302:2015 is explicitly intended for deter-
mination of Kappa numbers of chemical pulp 
or semi-chemical pulp. The test procedure – as 
described in ISO 302 – should be used for standard 
-compliant tests investigating the resistance to 
ageing of paper materials (EN ISO 9706 1910, 
Appendix A). The Kappa number can then also 
be determined on the respective end product in 
accordance with ISO 302. Ageing-resistant  
paper materials must have a Kappa number below 
5 – according to EN ISO 9706:2010, or ISO 
16245:2012 – here for type A enclosing material. 
A whole Kappa number corresponds to a pulp 
lignin content of approximately 0.12% (w/w).



Significance
Determination of Kappa numbers of end products 
and their interpretation is not unproblematic,  
since the measured Kappa numbers include all  
oxidisable substances as well as any additives 
and dyes in the sample material. This means that 
Kappa numbers determined for paper materials  
cannot be considered to be a direct measure 
of the residual lignin content of the material, but  
an indicator of all the bonds in the material  
that are oxidised under the testing conditions.  
For this reason, point 5.4 of EN ISO 9706:2010 
only refers to a measurement of the resistance to 
oxidation of the tested specimen in this regard.

Optimal protection
KLUG-CONSERVATION uses pulp made of 
100% bleached cellulose with no recycling 
or ligneous fibre, for which Kappa numbers  
between 1 and 2 are determined according to 
ISO 302:2015.
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